
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

NIGERIAN COAL CORPORATION 
 
 

DATA ON COAL PROPERTIES 
 



1. Introduction 
Nigerian Coal Corporation established by the Coal ordinance Act No 
29 of 1950 was charged with the responsibility of exploration, mining, 
treatment and marketing of Coal and Lignite wherever they occur in 
the country. The Corporation held these monopolistic responsibilities 
on Coal Industry until recently when the Federal Government decided 
to privatize it. As part of this privatization programme, ten coal 
properties have been blocked for sale to private investors. The 
properties are as follows: 
 
i. Okpara   Mine  (Underground Mining)   EnuguState 
ii Onyeama Mine (Underground Mine)           Enugu State 
iii Okaba/Odagbo Mine (Open cast Mining)    Kogi State  
iv Owukpa Mine ( Open cast Mining)             Benue State 
v Inyi Coal field                                              Enugu State 
vi. Ezimo Coal field                       Enugu State 
vii. Ogboyoga I (North) Coal fields           Kogi State 
viii. Ogboyoga II (South) Coal fields              Kogi State 
ix. Ogwashi/Azagba Lignite field   Delta State 
x. Amansiodo                                              Enugu State 

 
Of the identified Coal blocks, the first 4 are existing Coal mines while 
the rest are virgin Coal Fields. 

 
 

The Following pages provide more information on these blocks. 
 





OKABA/ODAGBO MINE RESERVE EVALUATION 
 
Seam Thickness Analyses: 
 
S/NO OUTCROP            

( seam thickness) 
BOREHOLE NO. BOREHOLE 

(seam thickness) 
1 7-8” 1412 8-11” 
2  1411 7-10” 
3  1368 7-10” 
4  1355 7-10” 
5  1366 9-2” 
6  1358 9-1” 
7  1367 11-10” 
8  1353 8-3” 
9  1356 9-10” 
10  1354 8-8” 
11  1359 8-1” 
12  1364 6-2” 
13  1365 7-0” 
14  1360 7-10” 
15  1362 7-10” 
16  1361 6-8” 
17  1363 5-6” 
    
    
 
Total Area                                     = 26,178,517.981m2 

 

Nordic Area = 5,679,988.513 m2   = 568.0 Hectares 
 
Area available                               = 20,498,529.47 m2  
 
Average Thickness                        =2.12m 
 
Specific Gravity (SG)                    =1.33 
 
  
 





OGBOYOGA NORTH (1) RESERVE EVALUATION 
 
Seam Thickness Analyses: 
 
S/NO OUTCROP   

(seam thickness) 
BOREHOLE NO. BOREHOLE    

(seam thickness) 
1 6-6” 1270 5-0” 
2 5-6” 1267 4-6” 
3 4-8” 1233 5-9” 
4 4-7” 1266 6-1” 
5 3-10” 1234 3-11” 
6 5-6 1308 6-1” 
7 5-0” 1264 5-10” 
8 6-0” 1239 5-11” 
9  1236 6-0” 
10  1265 4-6” 
11  1304 5-8” 
12  1237 5-10” 
13  1261 6-4” 
14  1263 4-10” 
15  1269 3-5” 
16  1302 3-11” 
17  1303 5-10” 
18  1268 5-6” 
    
 
Average Seam Thickness (outcrop)    = 1.58m 
 
Average Seam Thickness (borehole)   = 1.58m 
 
Area                                                      = 29,374,348.723m2  
 
Specific Gravity (SG)                           = 1.33 
 
Average Seam Thickness                     =1.58m 
 
  
 





OGBOYOGA SOUTH (2) RESERVE EVALUATION 
 
Seam Thickness Analyses: 
 
S/NO OUTCROP 

(seam thickness)
BOREHOLE NO. BOREHOLE 

(seam thickness) 
1 4-1’ 1305 5-3” 
2 3-7 1306 3-9” 
3 2-9 1323 4-10” 
4 5-0” 1309 4-4 
5 7-7” 1310 3-8” 
6 7-2” 1322 1-9” 
    
    
 
 
Average Seam Thickness (outcrop)   = 1.53m 
 
Average Seam Thickness (borehole) = 1.18m 
 
Overall Average Seam Thickness      = 1.37m  
 
Area                                                    = 10,823,186.253m2 
 
Specific Gravity (SG)                         = 1.33 
 
  
 
 
 
 
 
 

 





OWUKPA MINE RESRVE EVALUATION 
 
Seam Thickness Analyses: 
 
S/NO OUTCROP      

(seam thickness) 
BOREHOLE NO. BOREHOLE  

(seam thickness) 
1 0-7” 1200 6-9” 
2 9-6” 1194 8-1” 
3 8-4” 1191 7-3” 
4 8-11” 1192 0-5” 
5 8-0” 1199 8-0” 
6 5-0” 1020 4-10” 
7  1165 7-6” 
8  1196 1-6” 
9  1167 7-3” 
10  1017 9-6” 
11  1016 10-0” 
12  1018 7-0” 
13  1022 12-0” 
14  1015 9-0” 
15  1011 7-4” 
16  1211 10-0” 
17  1170 9-6” 
18  1214 9-6” 
19  1021 12-0” 
    
 
Average Seam Thickness (outcrop)    = 2.20m 
 
Average Seam Thickness (borehole)  = 2.24m 
 
Overall Average Seam Thickness      = 2.22m 
 
Area                                                    = 16,304,776.892 m2  
 
  
 

 





EZIMO MINE RESERVE EVALUATION 
 
Seam Thickness Analyses: 
 
S/NO OUTCROP 

(seam thickness) 
BOREHOLE 
NO. 

BOREHOLE      
( seam thickness) 

1 4-3” 1219 4-3” 
2 5-6” 1235 4-11” 
3 5-2” 1220 5-10” 
4 4-10” 1213 6-6” 
5 5-0”   
6 4-8”   
7 4-2”   
    
    
 
Average Seam Thickness (outcrop)   = 1.46m 
 
Average Seam Thickness (borehole) = 1.64m 
 
Overall Average Seam Thickness     = 1.55m 
 
Area                                                   = 12838085.737m2  
 
Specific Gravity (SG)                        = 1.33 
 
  
 
 
 
 
 
 

 





INYI COAL RESERVE EVALUATION 
 
Seam Thickness Analyses: 
 
S/NO OUTCROP 

(seam thickness)
BOREHOLE 
NO. 

BORHOLE 
(seam thickness)

1 3-6” 1108 4-2” 
2 4-0” 1122 4-4” 
3 4-0” 1126 3-2” 
    
 
Average Seam Thickness (outcrop)     = 1.17m 
 
Average Seam Thickness (borehole)   = 1.22m 
 
Overall Average Seam Thickness        = 1.20m 
 
Area                                                      = 7,170,228.825m2 
 
  
 
 
 
 
 
 
 
 
 
 

 



ONYEAMA MINE RESERVE EVALUATION 
 
Seam Thickness Analyses: 
 
S/NO OUTCROP 

(seam thickness)
BOREHOLE 
NO. 

BOREHOLE 
(seam thickness) 

1 5-2” 1163 3-1” 
2  1548 5-9” 
3  1351 9-0” 
4  1352 5-8” 
5  1128 5-6” 
6  1331 3-7” 
7  1545 4-9” 
8  1127 5-8” 
9  1329 9-1” 
    
    
 
Average Seam Thickness  = 1.76m 
 
Area                                   = 9,404,948.717m2 
 
Specific Gravity (SG)        = 1.33 
 
  
 
 
 
 
 
 
 
 

 



OKPARA MINE RESERVE EVALUATION 
 
Seam Thickness Analyses: 
 
S/NO OUTCROP 

(seam thickness)
BOREHOLE 
NO. 

BOREHOLE 
(seam thickness) 

1 5-0” 1104 3-4” 
2 5-2” 1103 5-10” 
3 5-8” 1121 3-11” 
4  1110 5-11” 
5  1338 3-3” 
6  1418 5-2” 
    
    
 
Average Seam Thickness (outcrop)     = 1.61m 
 
Average Seam Thickness (borehole)   = 1.39m 
 
Overall Average Seam Thickness       = 1.50m 
 
Area                                                     =  12,947,337.68m2 
 
Specific Gravity (SG)                          =1.33 
 
  
 
 
 
 
 
 

 



OGWASHI-AZAGBA LIGNITE RESERVE 
EVALUATION 

 
 
Seam Thickness Analyses: 
 
S/NO OUTCROP    

(seam 
thickness) 

BOREHOLE 
NO. 

BOERHOLE  
(seam 
thickness) 

1 4.70m 
(Mgbiligba) 

1030 9.35m 

2 5.70m (Iyiokwa) 1123 8.33m 
3 7.0m (Iyinkwa) 1033 10.01m 
4 3.90m (Iyiosha) 1034 9.29m 
5  1029 5.33m 
6  1031 6.60m 
    
 
 
Average Seam Thickness (outcrop)      = 5.325m 
 
Average Seam Thickness (borehole)    = 8.15m 
 
Overall average Seam Thickness         = 6.74m 
 
Area                                                      = 8,623,414.414 m2 
 
Specific Gravity (SG)                            = 1.33 
 
  
 
 
 




